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Applicant : HANGZHOU YOUBO TEXTILE CO., LTD. Date :  Dec 12, 2018 
 NO.177 DANGKE RD, DANGSHAN INDUSTRIAL 

ZONE, DANGSHAN TOWN, XIAOSHAN DISTRICT, 
HANGZHOU CITY 

THIS IS TO SUPERSEDE REPORT 
NO. HGHT05842626 DATED DEC 
11, 2018 

 Attn :  LI GANG 
  
 
 
Sample Description As Declared :  

No. Of Sample : One (1) 
Fibre Content : Polyester 
Material : Woven Fabric With Backing At Back, Marked As YB15050 with BS5852 fire source 5 
Finishing : - 
End Uses  : Outdoor Adult 
Colour : Grey 
Style No. : - 
Order No./PO No. : - 
Buyer’s Name : - 
Manufacturer’s Name : - 
Ref. : - 

Applicant’s Provided Care Instruction/Label : - 
 

Date Received/Date Test Started : Dec 07, 2018  
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1 Abrasion Resistance (BS EN ISO 12947-2:2016, Martindale Abrasion And Pilling Tester, 12 kPa Total Weight): 
 
    
Resistance: Face Side   
Specimen 1 30,000 Rubs  
Specimen 2 30,000 Rubs  
Specimen 3 30,000 Rubs  
Quoted Result 30,000 Rubs  
   
   
Type Of Fabric: Woven fabric  
Type Of End-Point: Two threads completely broken  

 

End of Report 
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any particular course of action. 
Intertek does not accept a duty of care or any other responsibility to any person other than the Client in respect of this report and only accepts liability to the Client insofar as is expressly 
contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this report save 
as provided for in those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in 
connection with this report, in contract, tort, by statute or otherwise, except in the event of our gross negligence or wilful misconduct. 
 
This report shall not be reproduced except in full, without written approval of the laboratory. 



  
 
 

 

To   : HANGZHOU YOUBO TEXTILE CO., LTD. 
Attention : LI GANG Date : Dec 12, 2018 
  
 
 
 
Re : Report Revision Notification 
 
  Labtest Report Number HGHT05842626  date DEC 11, 2018  
 
Please be informed that all the content recorded in the above captioned report will be void. This captioned report is 
now superseded by a revised Labtest Report, Number HGHT05849896 , issued on Dec 12, 2018 . 
 
 
Thank you for your attention 
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